
Perma-Patch Cold Patch - Installation Instructions
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crushed stone

cold patch

pothole

Pour the cold patch into the
pothole, allowing it to come up to
1-2 cmabove the surrounding area
level.1-2cm

For amore effective pothole
repair, the edges should be as
close to 90° as possible
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Sweep the area to remove all dirt
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Pothole area is clean and ready for cold patch
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pothole

Chisel uneven and fragile sides of the
pothole using a handy instrument or a

mill
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1) install crushed stone layer
2) install cold patch

1
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When patching deep potholes using
crushed stone, the procedure is as

follows:
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crushed
stone

cold patch

pothole edge

Vertical pressure is applied to the
surface of the pothole usingmechanical

devices
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Prepare in advance all
equipment necessary to
apply pressure to the
pothole surface

hand tamper plate compactor
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cold patch

Compaction is performed in a spiral movement starting
from the pothole edges towards its centre

pothole edge

surrounding
area
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This results in an even
distribution of pressure on the

asphalt pavement
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The polymerization process begins
when the threshold pressure on the
asphalt pavement is achieved
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fixed road surface

The newly installed asphalt binds to themain
asphalt surface through the polymerization
process
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